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Abstract
The use of plant-mediated synthesis of nanoparticles has gained attention as a simple and economical approach for the 
development  of  antimicrobial  and  cytotoxic  nanomaterials.  The  biological  activities  of  silver  nanoparticles  (AgNPs) 
synthesised using  Dolichandra unguis-cati (Cat’s claw) remain insufficiently explored. This study aimed to synthesise and 
characterise AgNPs using an aqueous leaf  extract  of  D. unguis-cati and to  evaluate  their  antibacterial  and preliminary 
cytotoxic activities. The formation of AgNPs was initially confirmed by a visible colour change of the reaction mixture from 
pale green to dark brown. Characterisation using UV-visible spectroscopy revealed a surface plasmon resonance peak at 
415 nm after 24 hr of incubation. Transmission electron microscopy (TEM) showed the presence of spherical nanoparticles 
with sizes ranging from 5–20 nm. scanning electron microscopy (SEM) showed polygonal surface morphology and particle 
aggregation, while the TEM supported the polycrystalline nature of the AgNPs. Energy dispersive X-ray spectroscopy (EDX) 
confirmed the presence of silver (Ag) through a sharp Ag peak. Antibacterial activity evaluated by agar well diffusion assay 
showed an inhibition zone of 13 ± 0.58 mm at 1 mg/mL against Staphylococcus aureus and 11 ± 0.29 mm at 1 mg/mL for 
Escherichia coli. Furthermore, the Allium cepa mitotic index and human erythrocyte abnormality assays revealed cytotoxic 
and genotoxic effects, indicating apoptosis-like cell death. The present study provides a basis for further investigation of their 
potential biomedical applications.
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1. Introduction
Nanomedicine  is  a  rapidly  developing  branch  of 
therapeutics in the field of biomedicine and the finest 
nanoparticles (AgNPs) can be formulated from metals 
like silver (Ag), gold (Au) and platinum (Pt) (1). Among 
these, AgNPs exhibit a characteristic surface plasmon 
resonance band that enables preliminary monitoring of 
nanoparticle formation (2). Surface plasmon resonance 
(SPR)  refers  to  the  collective,  resonant  oscillation  of 
conduction-band electrons at the nanoparticle surface 
when excited by light of a matching wavelength (3). The 
resonance condition is highly sensitive to particle size, 
shape and aggregation state,  the position,  width and 
intensity of the SPR band and are widely used as an 
indirect,  solution-based  indicator  of  nanoparticle 
formation  and  quality,  complementing  direct  imaging 
techniques such as transmission electron microscopy 
(TEM) and scanning electron microscopy (SEM) (3).

The AgNPs have been widely investigated for 
antibacterial  applications  because  their  nanoscale 
dimensions and surface properties facilitate interactions 
with microbial  cells.  (4).  Synthesis of  AgNPs through 
chemical  processes  is  expensive  and  uses  toxic 
chemicals, which adversely affects medical applications 
(5).  The  size,  morphology,  composition  and  surface 
chemistry  of  AgNPs  strongly  influence  their 
physicochemical  properties,  biological  activity  and 
toxicity. Hence, synthesis methods capable of producing 
AgNPs  with  controlled  and  application-specific 
characteristics  are  inevitable.  Conventional  methods 
may involve high energy requirements and potentially 
hazardous  chemical  reagents,  which  necessitate 
environmentally compatible approaches such as plant-
mediated synthesis (6).  Plant-mediated synthesis can 
reduce  reliance  on  hazardous  reducing  and  capping 
agents  by  using  phytochemicals  as  natural  electron 
donors and stabilising molecules (7).

https://doi.org/10.14719/pst.15783
https://doi.org/10.14719/pst.15783
mailto:drsinithak@gmail.com
https://doi.org/10.14719/pst.15783
https://crossmark.crossref.org/dialog/?doi=10.14719/pst.15783&domain=horizonepublishing.com


Plant Science Today  |  2026  |  Volume XX(X)  |  Page 2

© The Author(s) 2026. Creative Commons CC BY 4.0. Published by Horizon e-
Publishing Group.

https://doi.org/10.14719/pst.15783

Dolichandra  unguis-cati L.,  the  "cat's  claw 
creeper,"  is  a  climbing  plant  belonging  to  the  family 
Bignoniaceae  distributed in South America, Egypt and 
Western  India  (8).  It  is  an  ornamental  plant  and  is 
employed  in  traditional  medicine  practices  of  Latin 
America for the treatment of several ailments (9–10). 
Phytochemical  investigations  of  D.  unguis-cati have 
reported the presence of flavonoids and related phenolic 
constituents (9), which are known to act as reducing and 
capping agents during the biogenic synthesis of metal 
nanoparticles  and  may  also  contribute  to  the 
antibacterial  and  cytotoxic  activities  evaluated  in  this 
study. The use of this plant in wound healing and in the 
treatment  of  uterine  cysts  and  infections  was  also 
reported  (10–12).  Reports  are  available  on  plant-
mediated synthesis of AgNPs from plants like Tecoma 
stans, Tecomella undulata,  Mansoa alliacea  of family 
Bignoniaceae  (13–15).  However,  in  most  of  these 
reports  the  synthesis  is  limited  to  physicochemical 
characterisation,  with  comparatively  few  studies 
extending to a systematic evaluation of biological activity 
across  both  antimicrobial  and  cytotoxic/genotoxic 
endpoints.  Even  though  this  plant  has  been  widely 
discussed for its potential medicinal uses, to date, the 
biosynthesis of AgNPs using D. unguis-cati extracts has 
not  been  reported.  Thus,  the  main  objective  of  our 
present  study was to  biosynthesise AgNPs using an 
aqueous leaf extract of  D. unguis-cati, to characterise 
the synthesised AgNPs and to evaluate the antibacterial 
and cytotoxic activities.

2. Materials and Methods
The plant leaf was collected from the Botanical Garden 
of  Providence  Women’s  College,  Kozhikode,  Kerala. 
The plant was authenticated by a qualified taxonomist 
and  a  voucher  specimen  was  deposited  in  the 
Providence  Women’s  College  Herbarium  under 
accession number PWC0112.  The leaves were washed 
twice, first with running tap water and subsequently with 
distilled water. 1 g of fresh leaves was cut into small 
pieces and homogenised using 10 mL distilled water 
using mortar and pestle for 5 min at room temperature. 
The homogenate was filtered through Whatman No. 1 
filter  paper (11 µm pore size)  and was stored in  an 
airtight  container  under  refrigeration (4  oC) and used 
within a week for further analyses. 

Synthesis of silver nanoparticles (AgNPs)
0.01  M  aqueous  solution  of  silver  nitrate  (AgNO3) 
(Spectrochem, India)  was prepared and used for  the 
synthesis of AgNPs using 1 g/ 10 mL plant extract (16). 
Combinations of temperatures (60, 70 and 80 ° C) and 
duration (30 min, 1 hr, 6 hr, 24 hr) were carried out to 
standardise the conditions required for maximum yield 
of  AgNPs.  The  optimum condition  for  the  maximum 
production of nanoparticles was obtained by combining 
1 mL of plant extract (1 g/10 mL) with 9 mL of 0.01 M 
AgNO3, followed by incubation at 80 °C in a water bath 
(Rotek, India) for 30 min. The obtained particles were 
centrifuged at 4000 rpm for 15 min (REMI R- 8C, India), 

washed thrice with distilled water and dried in laminar air 
flow for 8 hr and stored in airtight vials.

Characterisation of nanoparticles
For UV-visible spectroscopy, 1 mg of the nanoparticles 
was  resuspended  in  3  mL  of  deionised  water, 
transferred into the vial and analysed using UV-visible 
spectroscopy (ELICO Ltd,  India).  Absorbance spectra 
were recorded and the presence of characteristic peaks 
was  used  to  confirm  nanoparticle  formation. 
Transmission  electron  microscopy  (HR  transmission 
electron  microscope  (HRTEM)  with  selected  area 
electron diffraction (SAED) (JEM 2100, Jeol Ltd., Japan) 
analysis  was conducted to  examine  the  morphology, 
size  and  crystallinity  of  AgNPs  synthesised.  The 
particles were suspended in distilled water, mounted on 
the carbon-coated copper grid and were examined at 
different resolutions ranging from 2–10 nm.

The nanoparticles were resuspended in a drop 
of deionised water, mounted on the stub with the help of 
a  carbon  tape  and  subjected  to  scanning  electron 
microscopic imaging (JEOL JSM-6390). Images of the 
nanoparticles were recorded in various resolutions. In 
order to confirm the presence of elemental silver, energy 
dispersive X-ray analysis was done. The particles were 
mounted on the carbon tape on the stub through which 
X-rays were passed and examined for EDX spectrum.

Antibacterial studies

Antibacterial  activity  of D.  unguis-cati  derived AgNPs 
were  assessed.  The  bacterial  strains  were  procured 
from microbial  type culture  collection and gene bank 
(MTCC), Chandigarh, India.  Antibacterial  efficacy was 
evaluated against  Staphylococcus aureus (MTCC 96), 
Escherichia  coli  (MTCC  443)  and Citrobacter  koseri 
(MTCC  1657).  Sterile  nutrient  agar  (pH  7.2)  was 
prepared and poured into petri dishes. Bacterial cultures 
were evenly spread using sterile swabs. Wells (7 mm) 
were bored into the agar and 50 µL of 0.5 and 1 mg/mL 
of  nanoparticle  solution  were  loaded  into  the  wells. 
Distilled  water  served  as  control  and  a  standard 
antibiotic  disc  (tetracycline-30  µg/disc)  as  positive 
control. Plates were incubated at 37 °C for 24 hr. Zones 
of inhibition were measured in millimetres to assess the 
antibacterial activity.

Cytotoxicity assay using plant system

The cytotoxicity  assay on  Allium cepa  root  meristem 
was  carried  out  using  a  modified  protocol  (17).  The 
healthy bulbs of A. cepa were planted in sterilised sandy 
soil and the germinated bulbs were collected on day 2. 
Bulbs were incubated in different concentrations (0.1, 
0.5 and 1 % v/v) of biogenically synthesised AgNPs in 
triplicates for 24 hr at room temperature. On day 3, 5 
root tips from each bulb were collected during the peak 
mitotic hours (9–10 am). The root tips were fixed using 
ethanol-glacial  acetic  acid  in  3  :  1  ratio  (modified 
Carnoy’s fluid) for about 1 hr. It was washed thoroughly 
and kept for hydrolysis in 1 N HCl for 2–4 min. Mitotic 
squash preparations were made using acetocarmine as 
stain. The root tips incubated in distilled water and H2O2 
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were taken as negative and positive control respectively. 
The  prepared  slides  were  observed  under  light 
microscope and the photographs were taken (Magnus, 
India) to study the effect of the extracts on the dividing 
cells. Mitotic index was calculated by the formula:

 

 

Cytotoxicity assay using mammalian system

The cytotoxic assay in erythrocytes was carried out by 
standard protocol (18). The blood samples were collected 
from the blood bank. About 1 mL of blood sample was 
subjected to centrifugation to remove the plasma. The 
supernatant  was  removed  and  the  settled  cells  were 
washed twice with 0.9 % NaCl. The obtained RBC was 
treated with 1 µ/mL of biosynthesised nanoparticles. The 
saline solution served as the control. After incubation for 
2–4 min, May - Grunwald-Giemsa stain was applied for 
staining and smears were prepared. The prepared slides 
were observed under light microscope (100 x) and the 
photographs  were  taken  (Magnus,  India).  Abnormality 
index was calculated using the following formula:

Statistical analysis
All assays were performed in triplicate and the results 
are expressed as mean ± standard error (SE). Statistical 
significance  was  done  for  cytotoxic  studies.  It  was 
determined  using  one-way  analysis  of  variance 
(ANOVA), followed by DMRT (Duncan’s multiple range 
test) with p < 0.05 considered statistically significant.

3. Results
The  change  in  the  colour  of  the  mixture  containing 
AgNO3 and plant extract, from pale green to deep brown 
denoted  the  biogenic  reduction  of  metallic  silver  into 
elemental nanoparticles (Fig. 1).

Characterisation  of  synthesised  silver 
nanoparticles (AgNPs)
UV-visible spectroscopy

Silver nanoparticles synthesised by using the aqueous 
extract  of  D. unguis-cati were  dispersed 
in deionised water to undergo UV-visible spectroscopy. 
A  broad  surface  plasmon  resonance  band  was 
observed over approximately 400–440 nm, with a λmax 
at 415 nm (Fig. 2). A strong and broad absorption band 
centred  at  415  nm  was  observed  confirming  the 
formation of stable AgNPs. This peak corresponds to 
SPR,  a  phenomenon  characteristic  of  metallic 
nanoparticles. 

Fig.  2.  UV-Vis  absorption  spectrum  of  the  biogenically  synthesised  silver  nanoparticles  using  the  aqueous  extract  of  
Dolichandra unguis-cati.

Mitotic index =
Number of cells in mitotic division

Total number of cells
× 100

Abnormality index =
Number of abnormal cells

Total number of cells
× 100

Fig.  1.  Change of  colour  of  solution from pale  green,  pale 
brown to brown indicates the synthesis of silver nanoparticles 
by the aqueous leaf extract of Dolichandra unguis-cati.
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Transmission electron microscopy (TEM)

Transmission  electron  microscopy  imaging  provided 
high-resolution visualisation of  the synthesised AgNPs, 
confirming  their  nanoscale  dimensions  and 
morphological  characteristics.  The  majority  of  the 
particles appeared spherical to slightly elliptical in shape, 
with  sizes  ranging  between  5–20  nm.  A  few  smaller 
nanoparticles were observed to aggregate into loosely 
bound clusters,  although mono dispersity was generally 
maintained, with minimal signs of agglomeration.

At higher magnification, the particles were well-
defined, with uniform contrast and shape, supporting the 
formation  of  stable  and  discrete  nanoparticles.  The 
SAED pattern exhibited multiple distinct diffraction spots 
around the central transmitted beam which confirms the 
ordered  crystalline  nature  of  the  nanoparticles.  This 
suggests a polycrystalline structure of the nanoparticles 
with  differently  oriented  crystalline  domains.  Lower 
magnification  images  revealed  the  presence  of  a 
bio-organic matrix, which is indicative of the involvement 
of  plant-derived phytochemicals  in  the  synthesis  and 
capping process (Fig. 3).

SEM analysis

Scanning  electron  microscopy  analysis  of  the 
biogenically  synthesised AgNPs showed well-defined, 
crystalline particles with smooth surfaces and polygonal 
shapes.  The  size  of  the  particles  ranged  from 
32–600 nm (Fig. 4). At higher magnification, individual 

particles  are  distinct,  while  the  lower  magnification 
image  displays  a  uniform  distribution  with  limited 
agglomeration.  The  minimal  clustering  is  a  desirable 
property  that  indicates  the  stability  of  the  biogenic 
method.  It  is  noted that  the SEM-derived size range 
(32–600  nm)  is  substantially  larger  than  the  primary 
particle  size observed by TEM (5–20 nm);  this  most 
likely  reflects  SEM  imaging  of  agglomerated  particle 
clusters  and  the  surrounding  phyto-organic  capping 
layer rather than individual nanoparticle cores, so TEM 
is taken here as the more reliable measure of the true 
primary particle size. 

EDX analysis 

Energy  dispersive  X-ray  spectroscopy  is  used  to 
determine  the  elemental  position  of  a  sample.  The 
elemental  composition  analysis  conducted  by  EDX 
showed the strongest signal for the silver region, along 
with weaker signals from the C, N, O and Cl  atoms 
(Fig. 5). 

Antibacterial activity

The antibacterial potential of D. unguis-cati AgNPs were 
evaluated against S. aureus, E. coli and C. koseri using 
the well diffusion method (Table 1). Increasing the AgNP 
concentration  from  0.5  to  1  mg/mL  increased  the 
inhibition zone against S. aureus from 10.6 ± 0.77 to 
13.0 ± 0.58 mm and against E. coli from 10.0 ± 1.26 to 
11.0  ±  0.29  mm.  No  inhibition  zone  was  observed 
against C. koseri at either concentration.

Fig. 3. The TEM analysis of AgNPs synthesised using Dolichandra unguis-cati leaf extract (A) High-resolution TEM image showing 
lattice  fringes  at  scale  bar  of  2  nm;  (B)  Individual  AgNPs at  scale  bar  5  nm;  (C,  D)  Morphology  and dispersion  at  different  
magnifications at scale bars of 10, 20 nm respectively; (E) Size distribution of AgNPs; (F) Selected area electron diffraction (SAED)  
pattern confirming polycrystallinity at scale of 101 nm.
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Fig. 4.  Scanning electron microscopic images, under different magnifications, of the biogenically synthesised silver nanoparticles 
using the aqueous extract of Dolichandra unguis-cati.

Fig. 5. Energy dispersive X-ray spectroscopy (EDX) spectrum of the biogenically synthesised silver nanoparticles using the aqueous 
extract of Dolichandra unguis-cati showing the most prominent peak for Ag denoting the presence of elemental silver particles.

Table 1. Zone of inhibition (mm) of synthesised silver nanoparticles (AgNPs) against bacterial strains

Test compounds Staphylococcus aureus Escherichia coli Citrobacter koseri

Distilled water (C)  0 0 0

Tetracyclin 19 ± 0.29 22.5 ± 0.5 18.6 ± 0.59

AgNPs 0.5 mg/mL 10.6 ± 0.77 10  ± 1.26 0

AgNPs 1 mg/mL 13 ± 0.58 11 ± 0.29 0

Data represented as  mean ± SE (n = 3).
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Cytotoxic effects on Allium cepa root meristematic 
cells 
Cells  were  treated  in  different  concentrations  of 
synthesised  AgNPs.  Various  concentrations  such  as 
0.1, 0.5 and 1 % for a time period of 24 hr were tested. 
The bulb treated in hydrogen peroxide was taken as 
positive  control  whereas  those kept  in  distilled  water 
was considered as negative control. The effect of the 
extract  on  the  Allium root  meristem was  studied  by 
direct  microscopic  observation  and  by  determining 
mitotic  index.  The  aberrations  of  cells  which  were 
different from that of normal cells were noted. Some of 
the  important  clastogenic  aberrations  include  nuclear 
disintegration,  chromosome  erosion,  pulverised 
chromosome,  chromosome  fragments,  sticky 
chromosomes etc.  whereas the non-clastogenic ones 
include  displaced  chromosomes,  chromosomal 
vagrants,  hyperploidy  and  polyploidy  (Fig.  6).  All 
concentrations tested were found to induce aberrations, 
but  the  highest  toxicity  was  observed  at  1  % 
concentration.  The  percentage  of  damaged  cells 
increased  with  an  increase  in  the  concentration  of 
AgNPs. The cells treated with highest concentration of 
AgNP showed the highest toxicity with the least mitotic 
index.  Mitotic  index  decreased  progressively  with 
increasing  AgNP  concentration,  showing  an  inverse 
dose-response relationship Table 2.

Apoptotic assay on human erythrocytes
The  samples  treated  with  various  concentrations  of 
AgNPs showed varying degrees of  cell  distortion and 
lysis (Fig. 7). The samples treated with 0.1 % AgNPs 
showed loss of membrane integrity and membrane blebs 
and at highest concentration of 1 % it showed cell lysis. 
Loss of membrane integrity, cell shrinkage, membrane 
blebs,  nuclear  fragmentation  and  appearance  of 

apoptotic  bodies  were  observed  in  all  the  treated 
samples.  These morphological  features are commonly 
associated with apoptosis in eukaryotic cells; however, in 
the absence of confirmatory assays, they are suggestive 
of, rather than conclusive evidence for apoptosis-like cell 
death. With increase in the concentration of solution, the 
abnormality  index  showed  an  increased  rate.  The 
maximum abnormality index was shown by biogenically 
synthesised AgNPs at 1 % (Table 3).
Table 2.  Mitotic index in  Allium cepa assay carried out using 
biogenically synthesised silver nanoparticles using Dolichandra 
unguis-cati  

Sample Mitotic index

Negative control (Distilled water) 6.28 ± 0.731a,b

Positive control H2O2 0.11 ± 0.023a,b

AgNP 0.1 % (v/v) 0.711 ± 0.291b,c

AgNP 0.5 % (v/v) 0.592 ± 0.167a,c

AgNP 1 % (v/v) 0.473 ± 0.167b,c

Data represented as mean ± SE (n = 3). Values with different 
letters are significantly different according to DMRT at p < 0.05. 

Table 3. Abnormality index in human erythrocytes treated with the 
aqueous extract, biogenically synthesised silver nanoparticles and 
mixture of both from Dolichandra unguis-cati

Sample Abnormality index

Control 0.04 ± 0.003a,c

AgNP 0.1 % (v/v) 5.04 ± 0.82a,b

AgNP 0.5 % (v/v) 5.202 ± 0.60a,b

AgNP 1 % (v/v) 5.365 ± 0.39b,c

Data represented as  mean ± SE (n = 3). Values with different 
letters are significantly different according to DMRT at p < 0.05. 

Fig. 6.  Cytological aberrations seen in the root meristem of  Allium cepa as a result of treatment with AgNP. (A) Chromosomal 
breakage during anaphase; (B) Pulverised chromatin during prophase; (C) Chromosomal laggards during anaphase; (D) Cytomixis  
(E) Chromosome rosette formation during early metaphase; (F) Strap cells with pulverised strap nuclei; (G) Chromatin disintegration 
(H) Multiple nuclear lesions; (I) Nuclear erosion and ghost cell formation; (J) Nuclear beak.
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Fig.  7.  Human erythrocytes  treated  with  various  concentrations  of  biogenically  synthesised AgNP of  Dolichandra.  Unguis-cati 
(A. Control B. 0.1 %, B. 0.5 %, C. 1 %) (1. Membrane blebs; 2. Cell shrinkage; 3. Apoptotic body formation).

4. Discussion
The present study shows an eco-friendly approach for 
the  synthesis  of  AgNPs  using  the  leaf  extract  of 
D.  unguis-cati.  The  visible  colour  change  from  pale 
green to dark brown observed during the reaction is an 
indication of AgNP formation. The development of the 
brown  colour  might  be  associated  with  the  surface 
plasmon resonance of newly formed AgNPs following 
the reduction of Ag  to Ag . The leaf-extract and AgNO₃⁺ ⁰  
controls  are  necessary  to  confirm  that  the  observed 
colour change resulted from the interaction between the 
two  components.  However,  similar  colour  transitions 
have  been  widely  reported  in  plant-mediated  AgNP 
synthesis,  confirming  the  suitability  of  phytochemical-
rich extracts as reducing agents (1, 5, 19). 

The  UV-visible  absorption  peak  at  415  nm 
observed  after  24  hr  of  incubation,  confirms  the 
formation of AgNPs and falls within the characteristic 
surface plasmon resonance range of spherical AgNPs. 
The excitation of SPR is responsible for the formation of 
colour and absorbance in a colloidal solution of AgNPs. 
The SPR peaks in the general range of 400–450 nm are 
typically  reported  in  the  literature  as  confirming  the 
reduction of AgNO3 into AgNPs, consistent with the 415 
nm  peak  observed  in  the  present  study  (20).  The 
absence of additional peaks in the 335–560 nm range 
further suggests that the synthesised nanoparticles were 
non-aggregated  and  predominantly  spherical  in  the 
colloidal (solution) state; this is noted as distinct from the 
larger, more heterogeneous sizes seen by SEM, which 
reflects  the  dried,  deposited  sample  rather  than  the 
dispersed nanoparticles. Similar SPR bands have been 
reported  in  several  plant-mediated  AgNP  synthesis 
studies. For instance, AgNPs synthesised from leaves 
of  Tecoma stans of  the  same family  showed peaks 

around 390–450 nm (13). The AgNPs from Couroupita 
guianensis showed SPR peaks around 415–420 nm, 
indicating the formation of stable spherical nanoparticles 
(21).  Likewise,  AgNPs synthesised from  Peltophorum 
pterocarpum pods exhibited an SPR peak at 407 nm 
corresponding  to  nanosilver  formation  (22).  These 
findings are also consistent with earlier reports indicating 
that  SPR  is  a  reliable  indicator  of  AgNP formation 
(23, 24). Phytochemicals such as phenolics, flavonoids 
and alkaloids reported from this plant  likely acted as 
capping agents (9). These characteristics indicate that 
the synthesised AgNPs are suitable for applications that 
benefit from controlled particle size and shape (25). The 
EDX analysis confirms the purity of green-synthesised 
AgNPs through the presence of a sharp Ag peak. The 
additional signals might have originated from the organic 
phytochemicals associated with the plant extract. The 
SEM images further  showed crystalline  nanoparticles 
with smooth and polygonal morphology which support 
the formation of well-defined nanostructures (26, 27). 

The  small  particle  size  contributes  to  the 
enhanced  surface  area-to-volume  ratio,  which  in  turn 
augments their  biological  reactivity,  particularly  against 
microorganisms  (28).  Reports  by  earlier  investigators 
demonstrated similar enhanced antibacterial activity for 
small sized spherical AgNPs synthesised through green 
routes  (29–31).  The  antibacterial  activity  of  the 
biosynthesised  AgNPs  showed  moderate  inhibition 
against both S. aureus and E. coli. No activity was seen 
against C. koseri  with both the concentrations. The lack 
of inhibitory activity against  C. koseri, in contrast to the 
moderate  susceptibility  observed  for S.  aureus and 
E. coli, may reflect species-specific differences in outer-
membrane permeability, porin expression, or efflux-pump 
activity  among  Enterobacteriaceae,  all  of  which  are 
known to modulate nanoparticle and metal-ion uptake in 
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gram-negative  bacteria  (32,  33).  Capsule  or  biofilm 
formation,  that  can limit  nanoparticle  penetration,  may 
also have contributed to the reduced susceptibility of this 
strain. Comparative MIC/MBC determination and strain-
specific permeability studies would help clarify the basis 
for this resistance and are suggested as follow-up work. 
Although not directly investigated in the present study, the 
antibacterial action of AgNPs has been proposed in the 
literature  to  be  multifactorial,  potentially  involving  cell 
membrane  disruption,  generation  of  reactive  oxygen 
species (ROS), interaction with cellular proteins and DNA 
and modulation of microbial signal transduction pathways 
(34);  these  remain  hypothesised  mechanisms  for  the 
present  system  rather  than  experimentally  confirmed 
ones.  Furthermore,  Gram-positive  bacteria  like  
S. aureus often show greater sensitivity to AgNPs  due to 
their  simpler  peptidoglycan  layers,  whereas  gram-
negative  bacteria  possess  lipopolysaccharide  barriers, 
which may affect nanoparticle uptake (34). Although the 
inhibition zones were less pronounced than conventional 
antibiotics,  the  green-synthesised AgNPs demonstrate 
promising  potential  as  alternative  antimicrobial  agents, 
especially in an era of increasing antibiotic resistance. It 
should be noted that the present assay did not include a 
silver-ion  (e.g.,  AgNO₃)  or  bulk-silver  control  at  an 
equivalent  silver  concentration;  since  the  antimicrobial 
activity of silver in ionic form is already well established, 
such  controls  are  needed  in  future  work  to  establish 
whether  the  nanoparticle  form confers  activity  beyond 
that of dissolved silver and the present results should be 
interpreted  as  evidence  of  antibacterial  activity  of  the 
biosynthesised  preparation  rather  than  proof  of  a 
nanoparticle-specific  effect.  These  findings  indicate 
potential for enhanced antibacterial efficacy through dose 
optimisation  or  synergistic  use  with  conventional 
antibiotics. 

Cytotoxicity and apoptosis studies conducted in 
both  A.  cepa  and mammalian  cell  systems revealed 
cytotoxic  and  genotoxic  effects,  with  morphological 
changes  suggestive  of  apoptosis-like  cell  death.  The 
A. cepa assay serves as a well-established preliminary 
model for assessing cytotoxic and genotoxic effects and 
the consistency of apoptotic responses across plant and 
mammalian  systems  strengthens  the  biological 
relevance of the findings. Although these mechanisms 
were not directly investigated here, apoptosis-like cell 
death induced by AgNPs has been attributed in other 
studies  to  oxidative  stress,  mitochondrial  dysfunction 
and  DNA fragmentation  and  these  remain  plausible, 
literature-supported explanations for the morphological 
changes observed in the present study (35).

The studies on other members of Bignoniaceae 
have revealed the antibacterial effect of varying range. 
Tecoma  stans flower  extract-mediated  AgNP-talc 
nanostructures, with AgNPs of approximately 50–60 nm, 
exhibited inhibition zones of 24 mm against  S. aureus 
and 16 mm against E. coli (36). The AgNPs synthesised 
using Tecomella undulata leaf extract were reported to 
have  particle  sizes  ranging  from  0.2–50  nm  which 
exhibited  antibacterial  activity  against  E.  coli, 

Pseudomonas  aeruginosa,  Vibrio  cholerae and 
S.  aureus (37).  Another  plant  of  the  same  family, 
Mansoa alliacea- mediated AgNPs showed significant 
antibacterial activity against susceptible and multidrug-
resistant  bacterial  strains;  the  lowest  activity  was 
reported against  S. enterica, E. coli and  S. aureus, a 
moderate activity was observed against  Enterococcus 
faecalis (15). Compared with these reports, the present 
AgNPs  demonstrate  appreciable  antibacterial  activity. 
Variations in nanoparticle characteristics and differences 
in  phytochemicals  acting  as  reducing  and  capping 
agents,  may  account  for  variations  in  antibacterial 
efficacy among these systems. 

Abnormality  in  the  membrane  characteristics 
were observed in the treated RBCs. Similar responses 
have  been  reported  using  May-  Grünwald-  Giemsa 
staining  and  scanning  electron  microscopy  by  earlier 
workers (18). Together, these morphological aberrations 
are  consistent  with  a  loss  of  cell  viability  and  are 
suggestive of apoptosis-like cell death, although, as noted 
above,  this  cannot  be  confirmed  without  dedicated 
apoptosis assays. Features such as membrane blebbing, 
cell shrinkage and apoptotic body formation are generally 
regarded as more consistent with a regulated, apoptosis-
like  process  than  with  outright  necrotic  lysis,  but  this 
interpretation remains provisional  pending confirmatory 
testing.  Biocompatibility  assessments  such  as  protein- 
and DNA- AgNP interaction studies (e.g.,  SDS-PAGE, 
agarose gel electrophoresis) were beyond the scope of 
the  present  study,  which  focused  on  synthesis, 
physicochemical  characterisation  and  preliminary 
bioactivity  screening;  such  studies,  together  with 
apoptosis-confirmatory  assays  and  cancer-cell-line 
testing,  are  recommended  as  future  work  before  the 
biomedical potential of these AgNPs is evaluated further. 

5. Conclusion
The present study demonstrates that silver nanoparticles 
(AgNPs) can be synthesised using  Dolichandra unguis-
cati leaf  extract  using  an  eco-friendly  phytosynthetic 
approach.  The  synthesised  AgNPs  exhibited  the 
characteristic  optical,  morphological  and  elemental 
features of silver nanoparticles which showed moderate 
antibacterial activity against  Staphylococcus aureus and 
Escherichia  coli,  whereas  no  appreciable  activity  was 
observed against  Citrobacter koseri.  The nanoparticles 
also induced a dose-dependent reduction in the mitotic 
index  of  Allium  cepa root  meristem  cells  thereby, 
indicating  cytotoxic  and  genotoxic  effects.  The 
morphological changes observed in human erythrocytes 
indicate  that  the  nanoparticles  can  induce  eryptosis. 
Thus, the present findings provide preliminary evidence 
of  the  biological  activity  of  D.  unguis-cati-mediated 
AgNPs,  while  their  biomedical  applicability  and  safety 
remain to be established. Further studies involving cancer 
cell lines, apoptosis-specific assays and  in vivo studies 
using D.  unguis-cati-mediated  AgNPs  may  serve  as 
promising  candidate  for  green  nanotherapeutic 
development.     
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